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For some time now, the detergent industry has been searching for a greying test system
that can be used to evaluate greying and whiteness maintenance effects within just a few
wash cycles.

wfk and CFT have developed product variants for this purpose. The product variants were
tested in a comparative study. The AISE working group recommends using a combination of
one wfk product and one CFT product for good results after only 5 wash cycles.

The IIKW working group will also consider this new greying set and
'\ may include it in the test protocol.

We are pleased to introduce this new set to youl!

Components for testing
Recommended greying donors:
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2023 2023 2023 2023 2023

Recommended whiteness tracers:
wFfk-WT20A- wfk 20A, wfk 20A+0B, woven polyester/cotton and
20A+0B 20 cm x 20 cm each polyester/cotton with OB
CFT-GA-KC CN-42U, CN-42, knitted cotton and
20 cm x 20 cm each knitted cotton with OB

Recommended Ballast load, 3 kg:

6 x wFk-IEC TI3 pillow cases 3 times pre-washed with ECE-2
detergent
13 x wrfk-IEC T12 Huckaback towels 3 times pre-washed with ECE-2

detergent
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